
 
Three Reasons You Should 
Consider Ketoprix 
Polyketone for Your Medical 
Devices 

Thermoplastics are increasingly being used to 

replace glass and metals in medical devices due to 

their design flexibility, economics and overall ease 

of use. However, medical device applications do 

present some significant and unique challenges 

which can be problematic for some polymers. For 

example these devices typically require 

sterilization, can be exposed to aggressive cleaning 

agents and often incorporate fine detail or very 

thin walls in their designs.  The designer must take 

care to address these considerations when 

selecting a resin as not all materials are equally 

suited for use in these demanding applications.  

Ketoprix™ aliphatic polyketone is uniquely suited 

for use in these types of applications as its 

properties are virtually unaffected by all common 

sterilization techniques, offers excellent chemical 

resistance and exhibits very low melt viscosity with 

rapid crystallization rates. 

Effects of common sterilization methods 

All medical devices require sterilization prior to 

use. In the case of reusable devices the part will 

see multiple sterilization cycles during its life cycle 

which greatly increases the importance of 

addressing this consideration when selecting a 

resin.  There are four general types of sterilization 

processes in use today. These are: dry heat, 

autoclave, irradiation and gaseous chemicals.  

Although effective and inexpensive dry heat is 

rarely utilized with devices which utilize 

thermoplastic resins due to the oxidation effects 

this technique has with many polymers. However, 

autoclaving is a commonly used process as it is 

effective, capital equipment costs are 

comparatively low and there are minimal industrial 

hygiene considerations as compared to radiation 

and gaseous treatment methods.  However, this 

method of sterilization is generally not well suited 

for use with parts molded from condensation 

polymers such as acetal, nylon, polyesters and 

polycarbonate – particularly if items are subject to 

repeated sterilization.  This is due to the 

cumulative effects of hydrolytic degradation with 

these types of resins which typically leads to 

embrittlement. 

As is shown in the charts below, even with as many 

as 30 autoclave cycles at 134 C, there is no 

significant loss of strength or toughness in the 

polyketone polymer as is common with many 

polymers when subjected to repeat autoclave 

sterilization cycles.  

 



 

Irradiation is another commonly utilized  and very 

effective sterilization technique with radiation 

usually generated by either cobalt 60 (Co60) or 

electron beam (E-beam) methods.  However, the 

effects of radiation on thermoplastics are 

cumulative; thus, in reusable items which will 

require multiple sterilization cycles some damage 

to the polymer is inevitable with these sterilization 

techniques. The extent of this damage varies from 

one polymer to another and is dependent upon the 

total radiation dosage as well as the environment 

in which the sterilization is performed. In particular 

when performed in the presence of oxygen the 

process can produce peroxides which give rise to 

the formation of free radicals in the polymer 

matrix. These free radicals are then available to 

propagate the chain scission process thereby 

leading to a loss of properties over time.   

While the actual dosage required to sterilize an 

item will vary depending on the actual bio-load 

involved, generally speaking, a dosage of 2.5 Mrad 

in air is sufficient to sterilize clean items. However, 

in anaerobic conditions the required dosage may 

be as much as two times greater.  Unfortunately 

many polymers, including PTFE, PA and POM are 

only resistant to significant damage from 

irradiation up to about 2.5 Mrad.   However, as is 

shown in the charts below, Ketoprix™ polyketone 

resins show no significant loss of strength or 

ductility after exposure to 3.5 Mrad -irradiation or 

2.5 Mrad -irradiation, even up to 3 months after 

exposure.  

 

 

 

 

Sterilization using gaseous chemicals is commonly 

done with ethylene oxide (EtO).  The majority of 

thermoplastics, including Ketoprix™ polyketone,  

are unaffected by EtO ; however, EtO is regarded 

by the EPA as toxic as well as possibly carcinogenic. 

Therefore, since some resins absorb EtO during the 

sterilization process, the rate at which residual EtO 

can be removed from the item being sterilized 



becomes important.  The maximum permissible 

EtO content  after sterilization is 20 ppm for 

medical devices not in direct contact with the 

human body.  Following a ‘severe’ sterilization 

cycle at 50C with an EtO concentration of 800 

mg/l for four hours, Ketoprix™ polyketone samples 

aerated with dry air at 40C for 5 days, 4 mm thick 

specimens exhibited an EtO content of 17 ppm.  

Note that the rate at which sterilization occurs and 

at which residual EtO is liberated from a 

thermoplastic part is dependent upon several 

variables including part thickness. The thicker the 

part, the more time will be required to remove 

residual EtO content.  

 

Disinfection  

There are many durable medical devices which do 

not require sterilization but do require disinfecting 

periodically.  The most common disinfectants used 

for this purpose are various compositions of 

quarternary ammonium compounds. These 

compounds attack many thermoplastics. However, 

as discussed in a previous article ( Four Harsh 

Environments Where Ketoprix™ Polyketone Excels ) 

Ketoprix™ polyketone resins are resistant to attack 

by a broad range of chemicals including quartenary 

ammonium compounds as is shown in  the Table 

below, such as 10% aqueous solution of 

ammonium hydroxide for 100 days at room 

temperature.  It should be noted that 10% is a 

much higher concentration than is typically 

recommended or used with disinfectants and the 

exposure is much more severe than would be 

experienced when used for cleaning. For example, 

one particular such disinfectant often used in 

medical facilities recommends a dilution rate of 

1:256.  

Resistance to attack by ammonium hydroxide 

Sample   Tensile Strength,psi Tensile Elongation, % 

Control  8,294       25 

Exposed 8,294       23 

Molding considerations 

As is true with many types of applications, 

technology advances are resulting in ever smaller 

devices in the medical field with greater detail 

density and thinner wall sections. This presents a 

significant molding challenge with many resins as 

the flow length to wall thickness ratio increases 

along with increasingly complex filling patterns 

during the molding process.  Ketoprix™ polyketone 

offers a distinct advantage in this regard due to its 

inherently low viscosity, rapid crystallization rate 

and relatively low processing temperature 

requirements.   

Ketoprix™ polyketone resins are available in a 

wide range of viscosities with melt flow index 

values ranging from 3 to 350 g/10 min, 2.16kg, 

240C. However, as this test is conducted at very 

low shear rates, these values do not reflect the 

high degree of shear thinning exhibited by these 

resins during the molding process.  In the image 

below, apparent viscosity curves for three grades 

of Ketoprix™ resins at a temperature of 230C  are 

shown.  These values span the range of 6 to 350 

g/10 min MFI values.  For high shear rates that 

approach those common to injection molding, 

there is no practical difference (<20 Pa-S) in the 

apparent viscosity of these resins, even at the low 

http://www.esprixtech.com/clientuploads/pdfs/FourHarshEnvironmentsWhereKetoprixPolyketoneExcels.pdf
http://www.esprixtech.com/clientuploads/pdfs/FourHarshEnvironmentsWhereKetoprixPolyketoneExcels.pdf


end of the suitable temperature range for molding 

these materials.  

 

This significant shear thinning effect and resultant 

low apparent viscosity results in a material that can 

be molded in thinner wall sections in parts with 

more tortuous filling patterns at lower clamp 

tonnage. This permits part designs with greater 

complexity and functionality.  

The rapid crystallization rate of Ketoprix™ 

polyketone resins translates to faster cooling time 

when injection molding.  This of course translates 

into reduced overall cycle time which equates to 

improved productivity and lower product costs.  

Typical cycle time reductions of 10-15% can be 

achieved vs. other resins such as type 6,6-nylon, 

acetal and polyesters.  Cycle time reductions will be 

significantly greater than this vs. amorphous 

materials such as polycarbonate and ABS.  

To summarize, Ketoprix™ polyketone resins offer 

the designer a material which is resistant to the 

effects of all common sterilization techniques, 

exhibits excellent resistance to attack by common 

disinfectants, and is easily molded in thin walled 

intricate designs with reduced cycle times. 

Combine all of these important attributes with very 

attractive economics and it’s easy to see why 

Ketoprix™ polyketone resins are very well suited 

for use in medical applications and should be 

considered for your new designs.  

Want to know more about Ketoprix™ polyketone 
resins? Have an application with which you need 
some assistance? Please visit our website at 
www.esprixtech.com for product information or 
contact Mr. Dang Le at dle@esprixtech.com or 281-
969-8763.  
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